
(1) P.T.O.
106/286/4/100

B.TECH.

Theory Examination (Semester-IV) 2015-16

WET PROCESSING OF TEXTILES-II

Time : 3 Hours Max. Marks : 100

Section-A

Q1. Attempt all parts. All parts carry equal marks.
(2x10 =20)

(a) What do you mean by M:L ratio?

(b) Name any two dyes which can be used in nylon
dyeing?

(c) In HTHP method polyester is generally dyed at the
temperature of .......... °C.

(d) How can you improve the light fastness of a fabric
dyed with direct dyes?
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(e) What is ageing process in printing?

(f) Write any two examples of flame retardants for cot-
ton fabrics.

(g) What is carbonization process?

(h) Write any two names of natural thickeners used in
textile printing.

(i) What is the function of Rongalite C in printing?

(j) Write any four names of permanent finishes.

Section-B

Q2. Attempt any five questions from this section.
(10×5=50)

(a) What is dye? Differentiate between dye and pigments.

(b) Differentiate between temporary and permanent
finishes?

(c) Write the various advantages and disadvantages of
screen printing.

(d) Differentiate between vat dyes and solublised vat
dyes.
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(e) What is calendering? Write the various advantages of
calendering.

(f) Write a short note on wool dyeing with acid dyes.

(g) Write a brief note on resist and discharge style of
printing.

(h) Explain sanforising process in finishing.

Section-C

Note: Attempt any two questions from this section.
(15×2=30)

Q3. What is finishing? Classify various types of finishing pro-
cess in detail.

Q4. What are thickeners in printing? What should be essential
properties of a good thickener? Classify various types of
thickeners.

Q5. Why polyester dyeing is difficult? What are the various
methods of polyester dyeing? Discuss any one method in
detail.
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